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Civil Engineering laboratory

	Ibiz reference
	List of Tests

	
	Product: i) Plastic Pipes Products

	B001
	Vicat Softening Point

	B002
	Tensile test and

Sample preparation by machining

	B003
	Resistance to Hydrostatic pressure and leak proofness test

	B003A
	

	
	

	B004
	Melt Flow Rate

	B005
	Longitudinal Reversion

	B006
	Impact Test

	B007
	Flattening under load

	B008
	Geometrical

	B009
	Essai de Choc

	B010
	Resistance to Dichlomethane

	B011
	Compression

	CI0129
	Visual Inspection

(appearance ,colour, marking etc)

	
	Effects of heating

	B251
	Crushing Test

	B311
	Ring Stiffness on pipe

	CI0126
	Ring Flexibility on  pipe

	CI0115
	Ring Stiffness on manhole

	CI101
	Oven Test on Plastic Pipes and Product

	CI102
	Crushing Test on Plastic Pipes and Product

	CI0127
	Compression (BS EN 61386-1)

	CI0129
	Visual inspection on Plastic Pipe and Product


	Ibiz reference
	List of Tests

	
	Product: ii) Concrete- Hardened Concrete

	B051
	Drying Shrinkage of Concrete Prisms

	B052
	Concrete Coring

	B052A
	Sample preparation of cored specimen and testing

	B053
	Concrete hammer test

(up to 5 points)

	B054
	Concrete Ultrasonic Test (up to 5 points)

	B055
	Compression Test on Concrete Cubes

	B077
	Compression Test on Concrete Paving Bricks

	B056
	Preparation of Concrete Mix Design (6 cubes)

	B057
	Compression test on Concrete Building Blocks

(Without capping)

	B254
	Flexural test on concrete beams

	CI0124
	Water absorption on tiles

	CI0203
	Carbonation depth in hardened concrete (excluding coring)

	CI0209
	Hardened Concrete Cylinder and paver (Tensile Splitting)

	CI0131
	Concrete imaging using GPR

	CI0212
	Visual Inspection for NDT Concrete

	
	Product: iii) Aggregate: BS 812: Method for Testing Aggregate

	B101
	Aggregate Impact Value

	B102
	Aggregate Crushing Value

	B103
	Resistance to degradation Los Angeles

	B104
	Sieve Analysis

	B105
	Flakiness Index

	B106
	Moisture Content

	CI0102
	Bulk Density

	B108
	Specific Density & Water Absorption

	CI207
	Shell Content

	CI202
	Elongation Index

	CI253
	Fineness Modulus on aggregate (excluding sieve analysis)

	CI0128
	Ten Percent Fine (TFV)


	Ibiz reference
	List of Tests

	
	Product: iv) Bitumen: BS 434: Specification for Bitumen Road Emulsion

	B153
	Engler Viscosity

	B158
	Particle Charge


	Ibiz reference
	List of Tests

	
	Product: v) Cement: BS EN 197: Methods of testing cement

	B201
	Setting Time

	B202
	Density

	B203
	Fineness

	B204
	Soundness

	B205
	Strength (3 Prisms)

	B306
	Cement Precast Mortar Prism

	CI0112
	False Set on Cement (ASTM)

	
	Product: vi) Timber

	B301
	Ultimate Stress

	B302
	Compression Parallel to Grain

	B303
	Compression perpendicular to Grain

	B304
	Moisture Content

	B305
	Bending Strength


